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This letter describes a bowtie nanoaperture antenna for coupling light to a subdiffraction limited
near-field spot ��� /8�. The gain of the antenna is increased using a concentric grating structure to
coherently diffract normally incident light toward the aperture. We experimentally demonstrate that
the addition of the grating structure enhances the far-field transmission through the aperture by 6.9
times while the intensity at the near-field is increased more than 15 times. The nanoantenna is useful
for applications including nanolithography and data storage. © 2010 American Institute of Physics.
�doi:10.1063/1.3436726�

Diffraction limits light from being focused to a spot
smaller than � /2 in far-field optics.1 Transmission through a
subwavelength hole of diameter d in a perfect electrically
conducting �PEC� film scales with �d /��4.2 This is because
no propagating mode exists for an aperture with a diameter
less than 0.55 �, the cutoff wavelength for a cylindrical
waveguide.3 Many applications require a bright near-field
spot including nanolithography,4 near-field imaging,5 and
heat-assisted magnetic recording.6 Two approaches to im-
prove the brightness of the subwavelength spot are to modify
the shape of the aperture and to increase the amount of light
refracted or scattered toward the aperture. Replacing the
circular hole with a ridge aperture provides the same level
of field confinement due to the much longer cutoff
wavelengths.3,7 Extraordinary transmission, where the total
power diffracted exceeds the radiation incident on the open
area of the aperture has been demonstrated with hole arrays8

and by a hole surrounded with a concentric grating structure
or “bull’s eye.”9 This phenomenon has received significant
research interest �e.g., Refs. 10 and 11�, which results from a
combination of diffractive, surface plasmon polariton �SPP�,
and scattering evanescent fields.12

This letter describes a bowtie aperture surrounded with
concentric grating to form a high-gain nanoantenna. Previ-
ously, a single concentric ring was shown to enhance trans-
mission of a “C” aperture by a factor of 2.45.13 In our case,
the grating structure functions similarly to a Fresnel zone
plate with a zero working distance focusing light at its center.
The focus of grating is diffraction limited but it couples to
the aperture to confine the light to a � /8 spot. Experimen-
tally, we find that it transmits 15 times more than an isolated
aperture without grating in the near-field, and 6.9 times more
in the far-field. We discuss the fabrication procedure, experi-
mental results, and the physical phenomena involved.

Figure 1 shows an scanning electron microscope �SEM�
image and schematic of the antenna. It is formed by first
depositing a 140-nm-thick indium tin oxide �ITO� film on
top of a flat fused silica substrate using e-beam evaporation.
The ITO serves as a transparent charge-dissipation layer for
e-beam lithography �EBL�. A 50-nm-thick hydrogen silses-
quioxane �HSQ� is spun on top of the ITO. The HSQ acts as

a negative tone resist and concentric rings are defined using
EBL. A 100-nm-thick Al film is then deposited on top of the
HSQ and ITO, also using e-beam evaporation. Finally, the
bowtie aperture is formed using focused ion beam milling.

To investigate the performance of the antenna, we fabri-
cated several similar structures with different grating period-
icity. Prior to fabrication we used the frequency-domain
finite-element method14 to optimize the bowtie aperture di-
mensions along with the spacing and width of the rings of
the grating. The antenna is illuminated with a normally inci-
dent plane wave. The width of the metal is taken as larger
than the width of the slot in HSQ wn, with wn,e=wn

+75 nm, with the profile shown in Fig. 1. The electrical
permittivity of SiO2 and Al at �=632.8 nm are taken to be
�=2.12 �Ref. 15� and �=−56.1+ j20.9,16 respectively. The
ITO film is modeled using �=3.76+ j0.04 17. We choose r0

=387.5 nm and wn=200 nm except for the center post
which is fixed at w0=100 nm �see Fig. 1�c��. The outline
dimension of the bowtie aperture is kept constant at a=b
=350. The spot size is determined by the gap in the ridge
aperture, g. Due to the current profile of the ion beam, there
is a taper to the aperture gap which measures �80–90 nm at
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FIG. 1. �Color online� Structure geometry. �a� SEM image showing alumi-
num surface and bowtie aperture and ��b� and �c�� schematic of aperture and
grating geometry.
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its exit. Images of the fabricated bowtie apertures with and
without grating are shown in Fig. 2�a�.

Figures 2�b� and 2�c� show the near-field and far-field
images of transmitted light from the bowtie aperture
with and without grating. The far-field transmission is mea-
sured by placing the structure in a HeNe laser beam
��=632.8 nm, linearly polarized in the y-direction� and di-
rectly imaging the exit side of the film onto a charge coupled
device camera as described in Ref. 18. The laser is linearly
polarized across the gap of the bowtie �the y-direction in Fig.
1�b��. The beam is not focused and its diameter is much
greater than the size of the structures so that it can be treated
as a uniform plane wave. Each data point is averaged over
five antennas. Circular apertures with diameters of 100 and
200 nm are also fabricated. The transmission through the 100
nm hole is too small to measure. The maximum transmission
through the antenna is obtained for the grating with pitch p
=337.5 nm, which is �240� greater than that through a 200
nm hole even though the spot size from the antenna is
smaller. The near field image is obtained using an aperture-
based near-field scanning optical microscopy �NSOM�.5 We
use a probe with an aperture of about 100 nm in diameter
which limits our resolution since the NSOM signal repre-
sents a convolution between the probe resolution and the
near field light intensity distribution. Using the Richardson–
Lucy deconvolution method,19 the near-field spot size is
found to be less than 80 nm or less than � /8.

The performance of the bowtie aperture with grating is
first shown in Fig. 2�d� as the ratio of the total power trans-
mitted from the antenna to the power of light incident on the
open area of the bowtie antenna, P / IoA. Note that this ratio
is a measure of averaged intensity after the bowtie. There is
strong spatial variation in the intensity after the bowtie as
shown in previous studies of bowtie apertures �e.g., Ref. 4�.

The peak intensity from the bowtie is located near the gap of
the bowtie, which is much higher than the intensity averaged
over the open area of the aperture.

Our main interest is to see how adding the grating struc-
ture can boost the transmission from the bowtie. Figure 2�e�
shows the calculated and measured far- and near-field trans-
mission with grating compared with bowtie apertures with-
out grating. From the measurements, the addition of the grat-
ing enhances the far-field transmission by a factor of 6.9, and
the measured near-field enhancement is about 15 times com-
pared to the bowtie apertures without the grating. The reason
that the near-field has a higher transmission is that energy
can be stored in the near-field which does not radiate, which
is also shown from the calculations in Fig. 2�e�. Figure 2�e�
also shows that the there is a about a factor of two discrep-
ancy between the simulations and experimental results,
which can come from imperfections in the fabricated struc-
ture.

Figure 3�a� shows the calculated electric field intensity
on the antenna. The inset shows an identically sized aperture
without the grating structure, where a standing wave is
formed by the normal reflection from the Al film. The ab-
sence of the standing wave when there is a grating shows
that the grating diffracts much of the light. Figure 3�c� shows
a polar-plot of electric far-field for the bowtie antenna/
grating structure. This calculated polar plot is consistent with
what is observed in the far field as shown in Fig. 2�b�. On the
other hand, the bowtie antenna without grating structure pro-
duces a single spot in the far-field, which is seen in both
measurement �Fig. 2�b�� and calculation �Fig. 3�b��.

Some physical insight can be gained from conventional
optics. The scattered light can interfere to form diffraction
orders according to the following:1

p�sin �m + sin �i� = m� , �1�

where p is the grating periodicity, m the diffraction order,
and �m and �i the angles of incidence and diffracted light,
respectively. For �i=0°, the first diffraction order lies along
the surface, �m=90° when the periodicity of the structure
approaches the wavelength �the Rayleigh–Wood anomaly�.
From Eq. �1�, the first order diffraction occurs at p
�325 nm for ITO which generally agrees with the full-
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FIG. 2. �Color online� �a� SEM images of single bowtie and bowtie with
grating, �b� far-field images of single bowtie without grating �top� and with-
out grating �bottom�, �c� NSOM images of single bowtie without grating
�top� and bowtie with grating �bottom�, �d� calculated ratio between the
output power from the antenna/grating structure and the power incident on
the open area of the bowtie aperture, and �e� enhancement achieved by
adding the grating to the aperture, where the symbols �, �, �, and �
correspond to the enhancement simulated in the near-field, simulated in the
far-field, measured in the near-field, and measured in the far-field,
respectively.
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FIG. 3. �Color online� Numerical simulations. �a� Electric field on yz plane
for bowtie antenna/grating structure—the inset shows the electric field for a
bowtie without grating. Both images are saturated at 2 V/m. �b� and �c�
Polar plots of the far-field angular distributions for bowtie aperture without
the grating and bowtie antenna/grating antenna, respectively.
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wave simulation results in Fig. 2�d�. Therefore, the funda-
mental mechanism behind the enhancement from the peri-
odic structure is a grating phenomenon, which occurs even
when the film is modeled as PEC �Ref. 20� as opposed to
being plasmonic.

In summary, we have demonstrated a bright near-field
spot using a bowtie aperture with a concentric grating struc-
ture. The far-field transmission through the aperture is en-
hanced 6.9 times with the addition of the grating structure,
while the near field transmission is enhanced by a factor of
15. In our structure, the dominant mechanism for the trans-
mission enhancement comes from the grating diffraction,
while the SPP effect plays a minor role.
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